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ABSTRACT 

Room temperature ionic liquids (RTILs) have received substantial interest as 

nonaqueous electrolytes in lithium ion- and metal-air batteries in recent years due to their 

low volatility, non-flammability, wide liquid range, and thermal stability characteristics. 

Towards developing a new generation of high specific energy lithium ion batteries, a 

series of imidazolium and pyrrolidinium based ionic liquids were synthesized and 

explored as nonaqueous electrolytes in lithium-, lithium ion-, and lithium-air batteries. 

Pyrrolidinium-TFSI based ionic liquids have wide electrochemical stability (5.7 – 6.2 V 

vs Li/Li+); however, they show limited thermal stabilities and lithium cell discharge 

characteristics. TFSI-based ionic liquids are thermally and electrochemically more stable 

when compared with their BF4-based analogues. A series of fluorinated ionic liquid 

electrolytes were synthesized and investigated for their use in lithium-air batteries. These 

ionic liquids have improved the diffusion coefficient and higher solubility of oxygen 

when compared with currently used nonaqueous electrolytes. 

Cathode materials, such as LiNi1/3Mn1/3Co1/3O2 and LiFePO4, were chemically 

delithiated using nitronium tetrafluoroborate (NO2BF4), or disodium peroxydisulfate 

(Na2S2O8), to explore their effect on the oxidative degradation of the carbonate based 

electrolytes. Using fluoroethylene carbonate as the electrolyte additive, electrolyte 

degradation was monitored by 19F NMR spectroscopy. Formation of the solid electrolyte 

interface (SEI) on the delithiated cathode materials was probed using surface techniques, 

such as X-ray photoelectron spectroscopy (XPS) and scanning electron microscopy 

(SEM).  
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1. IONIC LIQUIDS 

1.1. INTRODUCTION 

 The term ionic liquid was originally used to describe molten salts consisting of 

various inorganic cations and anions1. Recently, the definition for ionic liquids has been 

extended to include salts that exist as liquids at or near room temperature, and are usually 

described as room temperature ionic liquids (RTILs). The composition of ionic liquids 

(that is, RTILs based on various anions and cations), has a major influence on the 

physicochemical properties of RTILs. A majority of the currently used RTILs are 

composed of organic cations and organic or inorganic anions (Figure 1.1).  
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Figure 1.1. Commonly used ionic liquids. 

 

 

Conventional room temperature ionic liquids (RTILs) are generally those 

consisting of quaternary ammonium salts, such as tetraalkylammonium [R4N]+ (cyclic 

and acyclic versions); the cyclic versions may be either saturated (e.g., piperidinium, 

pyrrolidinium) or aromatic (e.g., imidazolium, pyridinium). Thus, by modifying the 

nature of the cations and anions, the physical properties of ionic liquids can be optimized 
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for a given application. These properties include melting point, density, viscosity, 

solubility, and hydrophobicity. In recent years, ionic liquids have found a number of 

applications due to their unique physicochemical properties which differentiate them 

from other conventional organic solvents. The distinct physicochemical properties of 

ionic liquids include negligible low vapor pressures, melting points below room 

temperature, large electrochemical windows, low flammability, and high thermal 

stability. 

 

1.2. HISTORY OF IONIC LIQUIDS 

Ionic liquids have been known for a long time. The first reported ionic liquid 

ethylammonium nitrate was in 1914, with an observed melting point of 12 oC 2,3. 

Recently, ionic liquids are being used extensively for various separation proceses, in 

organo-catalysis, and as solvents in organic synthesis. In 1951, Hurley and Wier4 

developed the first chloroaluminate anion based RTIL for use in the low temperature 

plating of aluminum. The chloroaluminate based ionic liquids, however, were of limited 

use since they were moisture sensitive, and thereby, would decompose to form highly 

corrosive gas, HCl. During 1970-1980, ionic liquids, based on tetraalkylammonium 

cations and chloroaluminate anions, were used mostly for electrochemical applications 

5,6. Subsequently, RTILs were used as organic solvents in organic synthesis by Fry and 

Pienta 7, and Boon and coworkers 8. Hussey’s landmark review on RTILs was published 

in 1983 9. The early versions of  room temperature ionic liquids were based on 1-ethyl-3-

methylimidiazolium cation and tetrafluoroborate and hexafluorophosphate anion; in 

general, these ionic liquids are air and water stable 10. Based on these initial reports, a 
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large number of RTILs were subsequently synthesized that were air- and moisture 

tolerant. In 1998, novel ionic liquids, termed as “functionalized ionic liquids”, were 

reported by Davis and coworkers, based on organic cations that were extracted from the 

antifungal drug miconazole (1) 11 (Figure 1.2) 

 

 

 
Figure 1.2. A “functionalized ionic liquid” based on the miconazole cation. 

 

 

In “functionalized ionic liquids”, the functional groups are covalently bonded to 

either cations or anions. Thus, introduced functional groups can be used to optimize the 

physicochemical properties of the ionic liquids, which could be tailored to a specific 

application. The solvent properties of ionic liquids, including polarity, acidity,  basicity, 

and polarizability12 could be modulated by introducing these functional groups. 

 

1.3. CHARACTERISTICS OF IONIC LIQUIDS 

 The physiochemical properties of RTILs are altered substantially based on the 

structures of the corresponding cations and anions. Thus, the purity of the ionic liquids is 
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an important issue, since the presence of even minute amounts of impurities such as 

water and halide anions could have deleterious effects on the properties of ionic liquids. 

The impact of the halide and aqueous impurities on the physical properties of RTILs was 

elegantly reviewed by Huddleston et al 13, and Seddon et al 14. It is therefore essential to 

carefully purify the ionic liquids, especially to remove water and halide impurities, in 

order to be able to measure reliable physicochemical properties. 

1.3.1. Melting Point.  Interestingly, ionic liquids with melting points up to   

100 oC are often considered as RTILs. The structural features of the ionic liquids have a 

huge impact on the RTILs physical, physicochemical, and electrochemical properties; For 

example, both the nature of the cations and anions affect the melting point of the RTILs. 

The main factors that impact the melting points in ionic liquids are the charge distribution 

on the ions, hydrogen-bonding ability, the symmetry of the ions, and the van der Waals 

interactions with the neighboring molecules.  

When comparing the melting point of ionic liquids with that of an inorganic salt 

(e.g., NaCl, mp 803 oC, 1-propyl-3-methylimidazolium chloride, mp 60 oC), it is clear 

that the substantial reduction in the melting point of the ionic liquids is due to the 

replacement of the small inorganic cation with large asymmetrical organic cations. This 

decrease in melting point due to the presence of sterically crowded asymmetric organic 

cations may be because the asymmetrical organic cations distort the effective packing of 

the ions in the crystal lattice15. However, the measured melting points of the ionic liquids 

are unreliable because they could undergo supercooling 16,17. The melting point, in 

general, decreases from the methyl group to butyl and stays constant to the hexyl group, 

and then increases as the alkyl chain length increases18,19. 
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The effect of symmetry of the organic cation on the melting point of ionic liquids, 

based on ammonium and pyrrolidinium cations, was studied by Forsyth and coworkers 

(Table 1.1) 20. The ionic liquid is usually a solid at room temperature, if the presence of 

the alkyl substituent leads to a symmetrical geometry. However, the ionic liquids remain 

as liquids at room temperature if the alkyl groups on cations results in an asymmetrical 

environment. 

 

 

Table 1.1. Melting points of ammonium and pyrrolidinium 

bis(trifluoromethylsulfonyl)imide based ionic liquids20. 

Structure Melting Point (Tm oC) 

 

133 

 

-8 

 

132 
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Table 1.1. Melting points of ammonium and pyrrolidinium 

bis(trifluoromethylsulfonyl)imide based ionic liquids (cont.). 

 

-18 

 

 

Similar behavior was observed in the phosphonium based ionic liquids. Thus, 

Seddon and coworkers synthesized a series of tetraalkylphosphonium ionic liquids with 

varying alkyl chain lengths, and found that tetra-n-hexylphosphonium 

hexafluorophosphate  ([P6666][PF6]) ionic liquid has the highest melting point due to the 

presence of symmetric (C6H13)4P
+ cation with all substituents being n-hexyl groups. The 

melting points of the other ionic liquids in this series decrease when the alkyl chain is 

either increased or decreased 21.  

The melting points of ionic liquids can be modulated by various characteristics of 

anions such as charge delocalization and hydrogen bonding. Bulky anions with relatively 

more effective charge delocalization reduce the electrostatic attractive force between the 

ions and, thereby, lower the melting points. The intermolecular hydrogen bonding in the 

crystal lattice results in stronger packing and thus leads to an increase in melting point. 

RTILs with tetrafluoroborate [BF4]
-, hexafluorophosphate [PF6]

-, and 

bis(trifluoromethanesulfonyl)imide [TFSI]- anions, when compared with halogen based 

ionic liquids, have lower melting points due to the hydrogen bonding ability of halide 

anions 22. 
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1.3.2. Viscosity.  Viscosity of the RTILs are the largest barriers to the  

electrochemical application of RTILs because highly viscous RTILs will reduce the 

diffusion rate of the redox species; the high viscosity has a deleterious effect on the 

reaction rates of organic reactions. In comparison with water (1 cP at 20 oC), most of the 

RTILs have high viscosities, in the range of 20 cP to 30000 cP 23. The selection of the 

anions and cations has a strong impact on the viscosity of RTILs, mostly due to the 

change in the intermolecular van der Waals attractions. Toduka and coworkers have 

analyzed the influence on the viscosity of imidazolium based ionic liquids by varying 

alkyl chain lengths on the anions 24,25. The symmetry of the anion and its ability to form 

hydrogen bonds have a strong influence on the viscosity of RTILs. Hydrogen bonding 

between counteranions such as [BF4]
- and [PF6]

- lead to the formation of large complexes 

and an increase in viscosity.  

The viscosity of RTILs also depends on the length of the alkyl groups on the 

cations. Viscosity of 3-alkyl-1-methylimidazoliuim hexafluorophosphate, 

bis(trifluoromethylsulfonyl)imide series ([RMIM][PF6], and [RMIM][TFSI]) increase as 

the number of carbon atoms in the linear alkyl group increase 26. Variations in viscosity 

of [CnMIM][BF4] (n = 2 to n = 11) vs increasing temperatures is shown in Figure 1.3. 
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Figure 1.3. Viscosities of [CnMIM][BF4] (n = 2 to n = 6) vs temperature (data obtained 

from reference 27). 

 

 

Physical properties of ionic liquids are largely impacted by the presence of 

impurities. Marsh and coworkers studied the influence of impurities on different 

physicochemical properties of ionic liquids28. The influence of impurities, such as halides 

and water, on physicochemical properties was further investigated in detail by Seddon 

and coworkers29. Table 1.2 shows that even a low concentration of halides (chlorides) can 

increase the viscosity of the ionic liquids. 
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Table 1.2. Comparison of viscosities of ionic liquids with different concentrations of 

chloride impurities at 20 oC29.  

Ionic liquid [Cl]/mol kg-1 h/mPa S 

 

0.01 
1.8 

66.5 
92.4 

 

0.01 
0.5 

154 
201 

 

0.02 
1.7 

67 
222.7 

 

0.01 
2.2 

1238 
8465 
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The high viscosity of ionic liquids imparts a major drawback to their applications. 

These shortcomings can be easily overcome by adding a small amount of organic solvent 

to drastically reduce the viscosity 30. 

1.3.3. Density.  Density of the RTILs is the most measured feature and is  

essential for almost all applications of ionic liquids. In general ionic liquids are denser 

when compared with water. The molar mass of the anions have a dramatic impact on the 

density of ionic liquids. Thus, the bis(methanesulfonyl)amide [Ms2N]- based ionic liquids 

have lower densities, when compared with [TFSI]- based ionic liquids 31. Presence of 

longer alkyl chains on cation moiety leads to a decrease in the density of RTILs (Figure 

1.4) 28.  

 

 

 
Figure 1.4. Density of [CnMIM][BF4](n = 2-6) vs temperature (data obtained from 

reference27). 
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The steric effect of longer alkyl chains prevents them from efficient close packing 

which, in turn, leads to lower density, whereas shorter alkyl chains pack more efficiently. 

As mentioned earlier, it is generally considered that the density of ionic liquids is higher 

than that of water, although Wilkes and coworkers demonstrated that density of some of 

the phosphonium based ionic liquids with various anions is lower when compared with 

water 32. This also shows the importance of the anions on the density of ionic liquids. 

Del Soto and coworkers observed that an increase in the water uptake in ionic 

liquids will lead to decrease in density32. Seddon and coworkers29 showed that the 

presence of chloride impurities in the ionic liquid will lead to a nonlinear decrease in 

density.  

1.3.4. Thermal Stability.  Many ionic liquids have high thermal stability and the  

decomposition temperatures reported in the literature are about >400 oC, with minimal 

vapor pressure observed before the start of thermal decomposition. The thermal stability 

of ionic liquids relies upon the nature of the anions. Ionic liquids with highly nucleophilic 

and coordinating anions, such as halide anions, decompose at significantly lower 

temperatures. Ionic liquids with fewer nucleophilic anions such as [TFSI]-, are relatively 

more stable thermally 33. The thermal stability of ionic liquids also depends on the type of 

cations. Most studies have shown that imidazolium, based ionic liquids34, are thermally 

more stable when compared with pyridinium25,35 and tetraalkyl ammonium-based ionic 

liquids36,37. The methyl substitution at the C2 position on the imidazolium cation 

increases its thermal stability due to the absence of acidic hydrogen 38-41. An increase in 

the alkyl chain length on cations doesn’t seem to affect the thermal stability of the ionic 

liquids 24. Phosphonium based ionic liquids have better thermal stability when compared 
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to ammonium based ionic liquids 35,39. Two known thermal decomposition mechanisms 

of ionic liquids are the Hofmann elimination reaction and the reverse Menschutkin 

reaction. Figure 1.5 shows the scheme of a Hofmann elimination reaction. 

 

 

 

Figure 1.5. Schematic representation of Hofmann elimination. 

 

 

A quaternary ammonium salt with a -hydrogen atom will undergo Hofmann 

elimination at high temperature in the presence of a base. The imidazolium based ionic 

liquids with strong nucleophilic anions, such as halides, decompose by dealkylation of 

the relatively less sterically crowded alkyl group 42,43 via SN2 reaction (Figure 1.6).  

 

 

 

Figure 1.6. Scheme showing thermal decomposition of [C4MIM][X]44. 
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Most of the thermal stability investigations of ionic liquids are performed using 

thermogravimetric analysis (TGA). Imidazolium based ionic liquids are found to be 

stable up to 450 oC45. 

1.3.5. Surface Tension.  The surface tension values (33.8 mNm-1 for  

[C8MIM][Cl], 49.8 mNm-1 for [C4MIM][PF6])
46 of ionic liquids were found to be higher 

than those for the conventional organic solvents such as methanol (22.07 mNm-1), 

acetone (23.5 mNm-1), and n-alkanes47-49(16.0 mNm-1 for pentane, 25.6 mNm-1 for 

dodecane), but lower when compared with water (71.98 mNm-1).  

Freire and coworkers studied the effects of cations, anions, water, and temperature 

on the surface tension of ionic liquids49. They observed that both cations and anions have 

a dramatic influence on the surface tension of ionic liquids. An increase in the alkyl chain 

length for imidazolium based ionic liquids will decrease the surface tension. An increase 

in the size of the anion on RTILs means lower surface tension due to more effective 

charge dispersion and lower hydrogen bonding. The bulkier  anions lead to more 

delocalization of the negative charge, and therefore, decrease the ability to form hydrogen 

bonds50. Accumulation of water in the ionic liquids leads to decreased electrostatic 

interactions between the ions and, thereby, results in lower surface tension. 

As the temperature increases, the surface tension decreases linearly 51 (Figure 1.7). 
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Figure 1.7. Variation in surface tension vs change in temperature for different ionic liquid 

(data obtained from reference 46). 

 

 

1.3.6. Conductivity.  The conductivity of ionic liquids is an important property  

for their application as electrolytes in electrochemistry. Ionic liquids usually have large 

conductivities since they are mostly composed of charged ions. The room temperature 

ionic conductivities of ionic liquids are usually low and in the range of 0.1-18 mS/cm. 

The conductivity of any solution depends on the number of ions present but in case of the 

ionic liquids (due to the presence of the sterically crowded groups), results in lower ionic 

conductivities 52. Table 1.3 lists conductivity values of ionic liquids compared to those of 

the conventional organic solvents in the presence of inorganic salt53. 
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Table 1.3. Comparison of viscosities and conductivities for a range of organic solvents 

and RTILs53. 

Solvent Viscosity 

(mPs) 

Conductivity 

(mΩ) 

 

0.794 4.0a 

 0.345 7.6a 

 1.074 0.6a 

 

1.987 2.7a 

 

28 8.4 

 

44 3.9 
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Table 1.3. Comparison of viscosities and conductivities for a range of organic solvents 

and RTILs (cont.) 

 

43 13 

 

275 1.5 

 

167 0.67 

 

595 0.16 

 

63 1.4 
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Table 1.3. Comparison of viscosities and conductivities for a range of organic solvents 

and RTILs (cont.) 

 

85 2.2 

 
a Conductivity of organic solvent with 0.1 M tetrabutylammonium perchlorate at 22 oC. 

 

 

The conductivity of most of the neat ionic liquids (i.e., without electrolyte salt) is 

lower when compared with conventional electrolytes (e.g., LiPF6) in organic solvents.   

The conductivity of ionic liquids having identical anions is found to decrease in the 

following order 1-alkyl-3-methylimidazolium> N,N-dialkylpyrrolidinium > 

tetraalkylammonium. The above conductivity order can be explained on the basis of 

change in cation symmetry; the planar imidazolium cation has higher conductivity than 

tetraalkylammonium cation, which has a tetrahedral geometry. The pyrrolidinium based 

ionic liquids have substituents present above and below the ring, and the nitrogen atom 

lies above the plane of four carbons which leads to lower conductivity values54. The 

conductivity of ionic liquids is highly temperature dependent and their conductivity 

values increase with an increase in temperature. 

1.3.7. Electrochemical Windows.  Electrochemical windows play an important  

role in the lithium ion batteries. Electrochemical window in lithium ion batteries is the 

potential range between which the electrolyte and the component electrolyte salts are 

neither oxidized nor reduced at the electrodes, and remain inert. Electrochemical 

windows of currently available common organic carbonate electrolytes have become a 
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limiting factor for high energy batteries. For example, currently used electrolyte in Li-ion 

batteries such as a mixture of ethylene carbonate (EC) and dimethyl carbonate (DMC) 

with LiPF6 can only support voltage up to approximately 5 V 55. Ionic liquids as 

electrolyte solvents, have gained significant interest due to their wide electrochemical 

windows (5 – 6 V) 56-58. Compton and coworkers reported that [TFSI]- based ionic liquids 

have similar anodic limits and it is mostly due to the oxidation of the anion component of 

the ionic liquid 59. [TFSI]- based ionic liquids are known to have wide electrochemical 

windows than ionic liquids based on other anions, since ionic liquids based on [TFSI]- 

anions are stable and are not susceptible to chemical or electrochemical reactions 60. 

 The presence of impurities such as water and halides in ionic liquids has a 

dramatic impact on their electrochemical windows. Ionic liquids with halides (Cl-, Br-, I-) 

are more readily oxidized than [TFSI]- based anions. Water in ionic liquids (as impurity) 

can be either reduced or oxidized and, hence, leads to decreases in both anodic and 

cathodic potential limits, which, in turn, reduces the overall electrochemical window 61. 

Water also reacts with commonly used anions in ionic liquids such as [BF4]
- or [PF6]

- to 

form HF 62. 

1.3.8. Water Miscibility.  The behavior of ionic liquids in the presence of water  

is of great importance since contact with water is easy and is too difficult to avoid. Ionic 

liquids based on [BF4]
- and [TFSI]- anions are insoluble in water at room temperature, 

whereas ionic liquids based on nitrate, ethanoate-, trifluoroacetate, and halide anions are 

completely miscible with water. For ionic liquids based on [BF4]
- and [CF3SO3]

- anions 

the water miscibility depends on the chain lengths of the alkyl groups present on the 

cations. 
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Torres and coworkers showed that the water saturations of the hydrophobic ionic 

liquids such as [C4-8MIM][PF6] and [C6-10MIM][BF4], vary based on the sizes of the alkyl 

chain and the anion. They found that [PF6]
- based ionic liquids dissolve less in water 

when compared with [BF4]
- based ionic liquids and the solubility of water decreases with 

increasing alkyl chain length 14. 

Torres and coworkers further studied the hygroscopicity of different ionic liquids 

such as [C8MIM]Cl, [C8MIM][NO3], [C4MIM][BF4], and [C4MIM][PF6], by monitoring 

the absorption of water from atmospheric air at ambient room temperature as a function 

of time 14.They found that ionic liquids based on nitrate and chloride anions absorbed 

more water when compared with [PF6]
- anion-based ionic liquid. Hence, care must be 

taken when performing moisture sensitive reactions with ionic liquids by getting rid of 

moisture before a reaction. 

1.3.9. Flammability of Ionic Liquids.  RTILs, due to their low vapor pressure  

and high thermal stability are, in general, considered to be nonflammable. However, 

recently ionic liquids have been characterized as “combustible”, class IIIB liquids 63. 

Smiglak and coworkers showed that a large number of commercially available RTILs are 

combustible. They analyzed the flammability of 20 different ionic liquids, which can be 

categorized into three main groups: protonated imidazolium nitrates and picrates; 

protonated C-nitro-substituted imidazolium nitrates and picrates; and 1-butyl-3-

methylimidazolium azolates. In order to determine their combustibility, approximately 40 

mg of samples were heated using a small torch flame for around 5-7 s. It was found that 

the rate of combustion depended on the amount of nitrogen and oxygen present. Most of 

the ionic liquids ignited under these conditions.63  
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The combustion was not complete for all of the ionic liquids; some of the tested 

ionic liquids burned for only a short period of time, whereas others burned rapidly. 63 The 

most rapid combustion was observed in the case of [C4MIM][4,5-dinitro-imidazolate]. 

RTILs have also been used as energetic materials and are being explored as hypergolic 

fuels 64,65. Most of these energetic ionic liquids are synthesized by incorporating high 

energy density functional groups such as NO2, CN, and N3, in combination with high 

energy density anions such as [NO3]
-, [ClO4]

-, and [(N(CN)2]
- . However, Fox and 

coworkers indicated that although ionic liquids are classified as flammable or 

nonflammable based on their flash points, it is generally accepted that the flammability 

hazard of a material should not be defined based on only a single flammability test 66.  

1.3.10. Vapor Pressure.  RTILs have very low or even negligible vapor  

pressure due to the high intermolecular electrostatic interactions between the oppositely 

charged ions. Due to their low vapor pressure, they generate very low amounts of vapors 

and, hence, have very low impact on the environment. RTILs, such as [C4mim][PF6], 

have very low pressure (e.g., ca. 100 pPa)67 at 298 K, when compared with water (3 kPa) 

at 298 K for H2O. Even though the RTILs have a negligibly small vapor pressure, it 

should not be considered as having a vapor pressure of near zero value. Earle and 

coworkers showed that a range of aprotic ionic liquids can be distilled and purified at 

200-300 oC at low pressure (300 mbar) 68.  

 

1.4. IONIC LIQUID SYNTHESIS 

The cation moiety of the ionic liquids is generated either by protonation of amines 

using an acid or through reaction of amines, phosphines, or sulfides with primary or 
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secondary alkyl halides. The SN2-alkylation using the primary and secondary alkyl 

halides reaction is conveniently suited for the synthesis of ionic liquids due to the 

availability of a huge range of haloalkanes and also the reaction is irreversible at room 

temperature. Generally, an alkylation reaction is carried out using chloroalkanes, 

bromoalkanes and iodoalkanes and the reactivity of these haloalkanes follow the 

following order RI> RBr> RCl. 

Generally, the first step (quaternization reaction) is carried out in a round bottom 

flask to obtain a colorless product under inert and reflux conditions. The product is then 

washed with either ethyl acetate or ether to remove any of the starting materials that 

remain. The first step is the formation of an imidazolium-based halide precursor, which 

undergoes either a metathesis reaction or reaction with an acid 14. Both of these steps are 

performed at room temperature and, organic solvents are used for these reactions. These 

ionic liquids are either hydrophobic or hydrophilic, based on the nature of their anions. 

ionic liquids with [PF6]
- or [TFSI]- as anions are hydrophobic and, for further purification 

after the final step, halide impurities are extracted using deionized water to obtain pure 

halide free ionic liquid. In the case of water miscible ionic liquids, the water is 

evaporated under high vacuum and the ionic liquids is mixed with dichloromethane and 

repeatedly cooled to 5 oC to obtain the desired ionic liquid. For water miscible ionic 

liquids formed by reaction based on the acid based method, the work-up includes the 

repetitive addition of water and removal of water/acid under high vacuum 14. 
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1.5. RESEARCH GOALS 

In the past few years, RTILs have been applied to an astounding number of areas, 

mainly as solvents and electrolytes. However, the main focus on the RTILs is in the 

energy sector. Lithium ion batteries are majorly used in the transportation industries, 

where safety is the main priority, and, therefore, RTILs are promising alternative 

electrolytes. 

The goal of this work is to develop and synthesize RTILs that are stable over wide 

temperature range and can be used as electrochemical solvents. Focus is placed on four 

properties of RTILs, low viscosity, stable over wide temperature range, wide 

electrochemical stability, and high discharge capacities. This work also investigates the 

application of fluorinated ionic liquids as electrolytes in Li-O2 batteries. Finally novel 

boron based anion receptors were synthesized and investigated for their application in Li-

O2 batteries. 
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2. SYNTHESIS AND ELECTROCHEMICAL PROPERTIES OF NOVEL IONIC 

LIQUIDS 

2.1. INTRODUCTION 

Li/CFx primary lithium batteries are composed of sub-fluorinated graphite as 

cathode materials and have high theoretical specific capacity and high energy density 

when compared with other primary lithium batteries, such as Li/MnO2, Li/SO2, or 

Li/SOCl2
69-71. The main limitation of the primary Li/CFx batteries is their low discharge 

performance at lower temperatures and the other common problem is the flammability of 

the electrolyte solvents, due to high temperatures during the discharge process which lead 

to explosions. The carbonate-based electrolytes that are used in these batteries are, mostly 

volatile and flammable and their electrochemical stability windows are relatively low 72. 

Room temperature ionic liquids (RTILs) have garnered a lot of interest in recent 

years as an alternative to carbonate based electrolytes in lithium/lithium ion batteries 73-75, 

green synthesis 76,77, and high energy density supercapacitors78-80, since they are 

relatively nonvolatile, less flammable or nonflammable, and have high thermal and 

electrochemical stabilities. Based on the favorable physicochemical and electrochemical 

properties of the imidazolium, piperidinium, and pyrrolidinium-based ionic liquids, they 

are frequently used as nonvolatile, nonflammable, and high voltage electrolyte materials 

for the primary lithium ion batteries 74,81-83. However high viscosities and subpar low-

temperature performance makes these substandard for use as a commercial solvent in 

batteries. The ionic liquids based on the alkoxyalkyl-side chain groups or fluoroalkyl 

substituents typically have relatively lower viscosities when compared to the dialkyl 

substituted ionic liquids 84-86, while the molecular mass of the corresponding ionic liquids 

is  slightly altered due to the presence of these substituents. Further, due to the electron 
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withdrawing capability of alkoxyalkyl and fluoroalkyl substituents, their HOMO-energy 

lowering effects 55,87 increase the oxidation potentials of the ionic liquid electrolytes, 

which complement the high voltage of the CFx cathodes used in this study. Hence -

fluoroethyl- and ethoxymethyl substituents were selected, along with imidazolium and 

pyrrolidinium (compounds 1-6; Figure 2.1), for the synthesis of ionic liquid as 

electrolytes for lithium battery applications.  

 

 

 

Figure 2.1. Alkoxyalkyl and fluoroalkyl-derived imidazolium and pyrrolidinium ionic 

liquids. 
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2.2. EXPERIMENTAL  

2.2.1. Materials and Methods.  Chloromethoxyethane (>96%) and LiTFSI 

(>98%) were purchased from TCI America. 4-chlorobutyronitrile (>97%) was purchased 

from Fisher Scientific. 3-Iodo-1,1,1-trifluoropropane (>99%) was obtained from Matrix 

Scientific. All other reagents, 1-methylpyrrolidine (>99%), 1-methylimidazole (>99%), 

diethyl ether (anhydrous, ACS certified) acetone (ACS certified, >99.5%), magnesium 

sulfate (anhydrous, 99.5%), silica gel (99%, 63-200 Ao mesh size), acetone-d6 were 

purchased from Sigma Aldrich and were used as received. 

1H NMR, 13C NMR, and 19F NMR spectra were recorded on a INOVA-Varian 

400 MHz spectrometer at 400 MHz, 100 MHz, and 376 MHz, respectively, in acetone-d6 

solvent. The chemical shifts for 1H and 13C NMR were referenced with respect to residual 

solvent signals or internal tetramethylsilane and the 19F spectra were referenced to 

internal trichlorofluoromethane (CFCl3 = 0). All the 13C chemical shifts were assigned 

using proton coupled 13C spectra. The ionic liquids with chloride or bromide 

counteranions are moisture sensitive and these reactions were done under an inert 

nitrogen atmosphere. The anion metathesis using LiTFSI was done in an aqueous 

solution, as the final products are insoluble in water. 

Thermogravimetric analysis (TGA), using a TA Q500 instrument was conducted 

at a heating rate of 3 oC/min. Differential scanning calorimetry (DSC) analysis was 

performed using a TA Q200 instrument at a heating/cooling rate of 3 oC/min.  
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2.3. SYNTHESIS OF IONIC LIQUIDS  

2.3.1. 1-Ethoxymethyl-3-methyl-imidazolium 

bis(trifluoromethanesulfonyl)imide (1).  To a stirred solution of  

chloromethoxyethane (11.2 g, 118 mmol) at 0 oC in a 50 mL round-bottom flask, 1-

methylimidazole 8 (7.5 g, 91 mmol), was added drop wise under a nitrogen atmosphere, 

and stirred at 0 oC for 30 min, and at 50 oC for 1 h. The mixture was cooled to room 

temperature and washed with diethyl ether (28 mL). The product, 1-ethoxymethyl-3-

methylimidazolium chloride (MEOMIM-Cl), was obtained as a light yellowish solid after 

filtration and drying in a high vacuum (14.73 g, 92%). The compound was used for the 

next step without further purification. 

The above prepared 1-ethoxymethyl-3-methylimidazolium chloride 19 

((MEOMIM-Cl); 15.0g, 85 mmol) was dissolved in water and stirred with lithium bis 

(trifluoromethanesulfonyl) imide (23.3 g, 81 mmol) for 24 h. The product was extracted 

from the reaction mixture using dichloromethane and the organic layer was dried over 

MgSO4. The compound was eluted through a small column of silica gel for further 

purification. The solvent was then removed under high vacuum to give compound 1 

(Figure 2.2) as an off-white viscous liquid (30.41 g, 85%); mp approximately -35 oC; Td 

 405 oC; 1H NMR (400 MHz, acetone-d6,):  9.13 (s, 1 H imidazole-C2H), 7.81 (bs, 1  

H) and 7.73 (bs, 1H) imidazole-C4,5-H, 5.69 (s, 2H, N-CH2), 4.07 (s, 3H,-N-methyl), 

3.64 (q, J = 7 Hz, 2H, O-CH2), 1.16 (t, J = 7 Hz, 3H, methyl); 13C (100 MHz, acetone- d6; 

1H, 19F-coupled):  137.6 (d, JCH = 201 Hz), 123.8 (d, JCH = 205 Hz) and 121.9 (d, JCH = 

203 Hz), 119.2 (q, JCF = 320 Hz), 79.6 (t, JCH = 163 Hz), 66.2 (t, JCH = 144 Hz), 36.7 (q, 

JCH = 143 Hz), 14.2 (q, JCH = 126 Hz); 19F NMR (376 MHz, acetone-d6)  -78.91(s). 
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Figure 2.2. Structure of 1-Ethoxymethyl-3-methyl-imidazolium 

bis(trifluoromethanesulfonyl)imide. 

 

 

2.3.2. 1-Ethoxymethyl-1-methyl-pyrrolidinium 

bis(trifluoromethanesulfonyl)imide (5).  To a stirred solution of  

chloromethoxyethane (5.64 g, 59.7 mmol) at 0 oC in a 50 mL round bottom flask, 1-

methylpyrrolidine 12 (5.0 g, 58.7 mmol) was added dropwise under a nitrogen 

atmosphere, and stirred at 0 oC for 30 min. The yellowish white solid obtained after 30 

min was mixed with 10 mL of diethyl ether and stirred for 10 min. The 1-ethoxymethyl-

1-methylpyrrolidine chloride, obtained as a yellow solid after filtration, was washed with 

diethyl ether (50 mL) and dried in a high vacuum (10.01 g, 95%).  

The above prepared 1-ethoxymethyl-1-methyl-pyrrolidinium chloride 18 

((MEOMPYR-Cl); 6.56 g, 36.5 mmol) was dissolved in 20 mL of water and stirred with 

lithium bis(trifluoromethanesulfonyl)imide (10.47 g, 36.5 mmol) for 24 h at room 

temperature. The ionic liquid formed was extracted using dichloromethane and the 

organic layer was dried over MgSO4. The solvent was then removed in the presence of 

high vacuum to give compound 5 (Figure 2.3) as an brown viscous liquid (15.1 g, 97%); 
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1H-NMR (400 MHz, acetone-d6): 4.87 (s, 2H, N-CH2-O,), 3.96 (q, JCH = 8 Hz, 2H,  O-

CH2), 3.77 (m, 2H),  3.63 (m, 2H), 3.27 (s, 3H,  N-CH3 ),  2.31 (broad d, J = 8 Hz, 4H, 

ring -CH2-CH2,), δ 1.27 (t, J = 8 Hz, 3H, -CH3); 
13C NMR (100 MHz, acetone-d6;

 1H-

coupled)  δ 116.0 (q, JCF = 320 Hz), 90.3 (t, JCH = 165 Hz ), 69.3 (t, JCH = 143 Hz), 61.8 

(t, JCH = 146 Hz), 47.5 (quartet, JCH = 152 Hz ), 22.6 (t, JCH = 137 Hz), 14.4 (q, JCH = 126 

Hz ), ; 19F NMR (376 MHz, acetone-d6 ) δ -78.83 (s). 

 

 

 
Figure 2.3. Structure of 1-Ethoxymethyl-1-methyl-pyrrolidinium 

bis(trifluoromethanesulfonyl)imide. 

 

 

2.3.3. 1-(3-cyanopropyl)-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide (7).  4-chlorobutyronitrile (5.0 g, 48 mmol) was  

added to a stirred solution of 1-methylimidazole 8 (4g, 48 mmol) in toluene (20 mL) at 

room temperature. The reaction mixture was stirred for 24 h at 80 oC. The product 

formed in the bottom layer was removed using a Pasteur pipette and washed with ether (2 

x 20 mL) to remove any starting material. The ether was then removed under vacuum 

using a rotary evaporator to obtain the product (4.7 g, 50%). 
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The above prepared 1-(3-cyanopropyl)-3-methylimidazolium chloride (4.7 g, 25 

mmol) was dissolved in 30 mL of water and stirred with lithium 

bis(trifluoromethylsulfonyl)imide (7.2 g, 25 mmol) for 24 h at room temperature. The 

ionic liquid was extracted using dichloromethane, and washed with water and dried over 

MgSO4. The solvent was then removed in the presence of a high vacuum to give 

compound 7 (9.67 g, 90%, Figure 2.4); 1H NMR (400 MHz, acetone-d6) δ 9.03 (s, 1 H), 

7.77 (s, 1 H), 7.70 (s, 1 H), 4.48 (t, JCH = 7 Hz, 2 H), 4.03 (s, 3 H), 2.62 (t, JCH = 7 Hz, 2 

H), 2.34 (quintet, JCH = 7 Hz); 13C NMR (100 MHz, acetone-d6;
 1H-coupled)  137.1 (d, 

JCH = 220 Hz), 124.4 (d, JCH = 210 Hz),  122.8 (d, JCH = 210 Hz), 120.3 (quartet, JCF = 

313 Hz ), 118.8 (s), 48.5 (t, JCH = 144 Hz), 36.06 (quartet, JCH = 144 Hz), 26.0 (t, JCH = 

133 Hz), 13.8 (m); 19F NMR (376 MHz, acetone-d6 ) δ -74.69(s). 

 

 

 
Figure 2.4. Structure of 1-(3-cyanopropyl)-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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2.3.4. 1-(3,3,3-trifluoropropyl)-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide (11).  1,1,1-trifluoro-3-iodopropane (7.4 g, 33 

mmol) was added to 1-methylimidazole 8 (2.7 g, 33 mmol) and the reaction mixture was 

stirred at 70 oC for 4 h. The resulting solid was filtered and washed with anhydrous ether 

to remove any unreacted starting materials. 1H NMR analysis of the product indicated 

that it was a 1:1 mixture of compounds 9 and 10 (Figure 2.5). Recrystallization of the 

crude mixture from acetone/ether (10 mL), gave compound 9 as a pale yellow solid (5.0 

g, 50%).  

 

 

 
Figure 2.5. Synthesis of 1-(3,3,3-trifluoropropyl)-3-methylimidazolium 

bis(trifluoromethanesulfonyl) imide. 
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The above prepared 1-(3,3,3-trifluoropropyl)-3-methylimidazolium iodide 9 was 

dissolved in 20 mL of water and stirred with lithium bis(trifluoromethylsulfonyl) imide 

(4.7 g, 16 mmol) for 24 h at room temperature. The ionic liquid formed was extracted 

using dichloromethane and the organic layer was washed with water (2 x 50 mL). The 

organic layer was dried using MgSO4, and solvent was removed under reduced pressure 

using a rotary evaporator. Removal of the residual solvent in a high vacuum (4 h) gave 

product 11 as a yellow viscous liquid: (7 g, 93%); 1H NMR (400 MHz, acetone-d6) δ 9.13 

(s, 1 H), 7.87 (s, 1 H), 7.74 (s, 1 H),  4.73 (t, JCH = 7.0 Hz, 2 H), 4.07 (s, 3 H); 13C NMR 

100 MHz, acetone- d6; 
1H, 19F-coupled) δ 138.0 (d, JCH = 220 Hz), 126.8 (quartet, 1JCF = 

275 Hz), 125.1 (d, JCH = 203 Hz), 123.7 (d, JCH = 200 Hz), 121.0 (d, JCF = 319 Hz), 43.8 

(dt, JCH = 149 Hz, 3JCF = 8 Hz), 36.8 (quartet, JCH = 144 Hz), 34.5 (overlapping doublets, 

2JCF = 29 Hz,  2JCH = 4 Hz); 19F NMR (376 MHz, acetone-d6) δ -64.85 (t, JHF  = 10 Hz),  -

78.75(s). 

2.3.5. 1-(3,3,3-trifluoropropyl)-1-methylpyrrolidinium 

bis(trifluoromethanesuflonyl)imide (14).  1,1,1-trifluoro-3-iodopropane (2.6 g, 1.2 

mmol) was added to 1-methylpyrrolidine 12 (1 g, 1.2 mmol) and the reaction mixture was 

stirred at room temperature for 1 h. The resulting pale yellow solid was filtered and 

washed with anhydrous ether. 1H NMR analysis of the product indicated that it 

exclusively formed 1-H-1-methylpyrrolidinium iodide 13 instead of the expected product, 

1-(3,3,3-trifluoropropyl)-1-methylpyrrolidinium iodide 14 (Figure 2.6 ). 1H NMR (400 

MHz, acetone-d6) δ 3.4 (broad s, 4 H), 2.9 (s, 3 H), 2.15 (m, 4H); 13C NMR 100 MHz, 

acetone- d6; 
1H-coupled) δ 54.9 (t, JCH = 145 Hz), 39.7 (quartet, JCH = 142 Hz), 23.5 (t, 

JCH = 136 Hz). 
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Figure 2.6. A) Synthesis of 1-(3,3,3-trifluoropropyl)-1-methylpyrrolidinium 

bis(trifluoromethanesuflonyl)imide, B) Predicted mechanism of formation of the 

unexpected elimination product. 

 

 

2.3.6. 1-(2-fluoroethyl)-1-methylpyrrolidinium 

bis(trifluoromethanesulfonyl)imide (4).  1-bromo-2-fluoroethane (6.55 g, 51.61  

mmol) was added dropwise, in 30 min, to a stirred solution of 1-methylpyrrolidine 12 

(4.37 g, 51.41 mmol) at 0 oC, in an inert atmosphere. To the white solid obtained, diethyl 

ether (10 mL) was added and stirred for 10 min. The 1-(2-fluoroethyl)-1-

methylpyrrolidinium bromide 16, obtained as a white solid after filtration, was washed 

with diethyl ether (50 mL) and dried in a high vacuum (yield 8.74 g, 81.18%). 

 Lithium bis(trifluoromethanesulfonyl)imide (11.90 g, 41.45 mmol) was dissolved 

in 20 mL of water and added drop wise to an aqueous solution of 1-(2-fluoroethyl)-1-

methylpyrrolidinium bromide 4 (8.75 g, 41.23 mmol). The product layer was washed 

with water and extracted using dichloromethane solvent and dried (MgSO4). Removal of 

solvent in a high vacuum gave product 4 (Figure 2.7) as a viscous liquid (14.0 g, 82.2%); 
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1H NMR (400 MHz, acetone-d6): δ 5.15 (m, J = 3.2 Hz 1H -CH2-F) 5.03 (m, J = 3.2 Hz 

1H -CH2-F),  3.98 (t, J = 4 Hz 1H-N-CH2-) , 4.05 (t, J = 4 Hz 1H-N-CH2-), 3.8 (m, 4H 

ring -CH2-N-), 3.3 (s, 3H-N-CH3),  2.35 (m, 4H ring-CH2-CH2- ).  
13C-NMR (1H 

coupled) (100 MHz, acetone- d6; 
1H, 19F-coupled) δ 120.33 (q, JCF = 320 Hz), 78.5 (qm, 

JCH = 154 Hz), 65.46 (t, JCH = 148 Hz), 64.12 (t, JCH = 125 Hz), 48.89 (tm, JCH = 145 Hz), 

21.47 (t, JCH = 134 Hz). 19F NMR (376 MHz, acetone-d6) δ -218.37 (m, J = 26.32 Hz, F- 

CH2), -78.85 (s, TFSI) 

 

 

 
Figure 2.7. Structure of 1-(2-fluoroethyl)-1-methylpyrrolidinium 

bis(trifluoromethanesulfonyl)imide. 

 

 

2.3.7. 1-(2-fluoroethyl)-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide (3).  To a stirred solution of  

1-bromo-2-fluoroethane (10.85 g, 85 mmol) at 0 oC in a 50 mL round bottom flask, 1-

methylimidazole.8 (7 g, 85 mmol), was added drop wise in an inert atmosphere. The 

reaction mixture was stirred at 0 oC for 30 min, and at 50 oC in a water bath for 15 h. The 

reaction mixture was cooled to room temperature and washed with diethyl ether (28 mL). 
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Compound 17 was obtained as a light yellow solid after filtration, purification, and 

drying in high vacuum (15.33 g, 86.3%).  

The yellow solid was dissolved in water and stirred with lithium 

bis(trifluoromethanesulfonyl)imide (23.30 g, 81 mmol) for 15 h. The product was 

extracted from the reaction mixture using dichloromethane. The organic layer was dried 

(MgSO4), and the solvent removed in high vacuum to give compound 3 (Figure 2.8) as an 

off-white viscous liquid (69%, 58.4 mmol). 1H NMR (400 MHz, acetone-d6): δ 9.07 (s, 

1H-imidazole), 7.77 ( apparent dd, 1H-imidazole), 4.97 (dd, J = 80 Hz, F- CH2), 4.85 (dd, 

J = 80 Hz, F- CH2), 4.79 (dd, J = 80 Hz, N- CH2), 4.72 (dd, J = 80 Hz, N- CH2), 4.10 (s, -

N-methyl) ; 13C-NMR (100 MHz, acetone- d6; 
1H, 19F-coupled)  137.80 (d, JCH = 223 

Hz,), 124.26 (d, JCH = 199 Hz), 123.2 (d, JCH = 200 Hz,), 120.33 (q, JCF = 320 Hz) 82.31 

(qd, JCH =152 Hz, 16 Hz), 50.85 (dt, JCH = 142 Hz, 31 Hz),  (qt, JCH = 143 Hz); 19F 

NMR (376 MHz, acetone-d6)  δ-223.29 (m, J=45 Hz,  F- CH2), 78.91 (s, TFSI), 

 

 

 
Figure 2.8. Structure of 1-(2-fluoroethyl)-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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2.3.8. 1-Ethoxymethyl-3-methyl-imidazolium tetrafluoroborate (2). 

To a stirred solution of chloromethoxyethane (7.7 g, 81 mmol) at 0 oC in a 50 mL round 

bottom flask, 1-methylimidazole 8 (5 g, 61 mmol), was added drop wise in an inert 

atmosphere. The reaction mixture was continuously stirred, at 0 oC for 30 min. The solid 

precipitated was stirred at 50 oC in a water bath for 1 h. The mixture was cooled to room 

temperature and washed with diethyl ether (28 ml). A light yellowish solid was obtained 

after filtration, purification, and drying in high vacuum (10.11 g, 94%). The yellowish 

solid (10 g, 56 mmol) was dissolved in acetone and stirred with NaBF4 (6.91 g, 63 mmol) 

for 48 h. The reaction mixture was filtered and filtrate was passed through magnesium 

sulfate to remove water. The compound was then passed through a silica gel column and 

concentrated using a rotary evaporator and high vacuum. Compound 2 (Figure 2.9) was 

obtained as a yellowish viscous liquid (95%, 14.12 g) 

1H NMR (400 MHz, acetone- d6): δ 8.9 (s, 1H-imidazole), 7.7 ( apparent dd, 1H-

imidazole), 7.7 (apparent dd, 1H-imidazole), 5.6 (s, 2H, N- CH2), 4.0 (s, 3H-N-methyl), 

3.6 (q, J = 7.0 Hz , 2H, O-CH2), 1.1 (t, J = 7.0 Hz, 3H, methyl ) ; 13C-NMR (1H coupled) 

(100 MHz, acetone- d6; 
1H-coupled)  137.6 (d, JCH  = 216 Hz), 124.9 (d, JCH  = 216 Hz), 

122.5 ( dm, JCH = 209 Hz), 79.4 (t, JCH = 165 Hz), 66 .1 ( tq, JCH = 147 Hz, 6 Hz), 36.6 (q, 

JCH = 143 Hz),  qt, JCH = 126 Hz, 3 Hz); 19F NMR (376 MHz, acetone- d6)  δ -149.7. 
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Figure 2.9. Structure of 1-ethoxymethyl-3-methyl-imidazolium tetrafluoroborate. 

 

 

2.3.9. 1-Ethoxymethyl-1-methyl-pyrrolidinium tetrafluoroborate (6).   

Chloromethoxyethane (5.64 g, 59.7 mmol) was added drop wise, in 30 minutes, to a 

stirred solution of 1-methylpyrrolidine 12 (5.0 g, 58.7 mmol) at 0 oC, under inert 

atmosphere. To the yellowish white solid immediately obtained on mixing the reagents, 

diethyl ether (10 mL) was added and stirred for 10 min. The 1-ethoxymethyl-1-

methylpyrrolidine chloride was obtained as a yellow solid after filtration, was washed 

with diethyl ether (50 mL), and dried in high vacuum (10.25 g, 97.6%).  

The 1-ethoxymethyl-1-methylpyrrolidine chloride 18 (55.7 mmol, 10.01 g) was 

dissolved in acetone (10 mL) in a 50 mL round bottom flask and a solution of NaBF4 

(58.7 mmol, 6.44 g) in acetone (10 mL) was added. This mixture was stirred at room 

temperature for 14 h. The reaction mixture was filtered and the filtrate was dried using 

anhydrous magnesium sulfate. The solution was again filtered to remove magnesium 

sulfate and excess solvent was removed using a rotary evaporator. The residual oil 

obtained was washed with ether three times (3 x 25 mL) and dried under high vacuum. 

Compound 6 (Figure 2.10) was obtained as a yellowish viscous liquid (86 %). 
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1H-NMR (400 MHz, acetone- d6) δ 4.8 (s, 2H, N-CH2-O), δ 3.9 (q, 2H, O-CH2, 

JCH = 8 Hz), δ 3.75 (m, 2H, diastereotopic H), δ 3.64 (m, diasterotopic 2H), δ 3.25 (s, N-

CH3, 3H), δ 2.3 (apparent dd, 4H, ring -CH2-CH2-, JCH =10 Hz, 8 Hz), δ 1.24 (t, 3H, J = 4 

Hz) ; 13C NMR (100 MHz, acetone- d6; 
1H-coupled) δ 90.1 (t, JCH = 162 Hz), 69.2 (tq, JCH 

= 144 Hz, 5 Hz), 61.4 (t, JCH = 146 Hz), 47.5 (q, JCH = 143 Hz), 22.6 (t, JCH = 135 Hz), 

15.1 (qt, JCH = 126 Hz, 3 Hz); 19F NMR (376 MHz, acetone-d6) δ -150 Hz (BF4). 

 

 

 
Figure 2.10. Structure of 1-ethoxymethyl-1-methyl-pyrrolidinium tetrafluoroborate. 

 

 

2.4. RESULTS AND DISCUSSION 

2.4.1. Synthesis.  A series of imidazolium and pyrrolidinium based ionic  

liquids containing monofluoroethyl, ethoxymethyl, 1-cyanopropyl, and 3,3,3-

trifluoropropyl substituents were synthesized. 1-Methylimidazole and 1-

methylpyrrolidine were reacted with corresponding alkyl, fluoroalkyl, cyanoalkyl, and 

alkoxy halides and the resulting halide salts were metathesized with lithium 

bis(trifluoromethylsulfonyl)imide (LiTFSI) and sodium tetrafluoroborate (NaBF4) to give 

TFSI and tetrafluoroborate based salts, respectively (Figures 2.11 and 2.12), using a 

modified procedure 88,89. These ionic liquids were obtained as liquids at room 
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temperature after silica gel purification and drying in vacuum, and were characterized by 

1H, 13C, and 19F NMR spectroscopy. 

 

 

 
Figure 2.11. Synthesis of 1-methyl-1-fluoroethylpyrrolidinium and 1-methyl-3-

fluoroethylimidazolium bis(trifluoromethylsulfonyl)imide ionic liquids. 

 

 

The melting points of these ionic liquids were dependent on the nature of the 

counter-anions; bis(trifluoromethanesulfonyl)imide [TFSI]- anions were lower when 

compared with their tetrafluoroborate [BF
-

4
 ] analogues. Differential scanning calorimetry 

(DSC) analysis was done in collaboration with Contour energy systems for these ionic 

liquids showing a wide liquid range for these materials. 
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Figure 2.12. Synthesis of 1-methyl-1-ethoxymethylpyrrolidinium and 1-methyl-3-

ethoxymethylimidazolium bis(trifluoromethylsulfonyl)imide ionic liquids. 
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2.4.2. Thermal Stability.  Figure 2.13 shows the Thermogravimetric analysis 

 (TGA) plot of 1-trifluoropropyl-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide. In general, [TFSI]- based ionic liquids are found to 

be thermally more stable when compared with their corresponding [BF
-

4
 ] analogues. 

MEOMIM-BF4 is stable up to 200 oC, while MEOMPYR-BF4 starts to decompose at 50 

oC. When comparing [TFSI]- anion containing ionic liquids, alkoxyalkyl-derived ionic 

liquids (MEOMIM-TFSI and MEOMPYR) are stable up to 200 oC, while the fluoroalkyl 

derived ionic liquids (MFEIM-TFSI and MFEPYR-TFSI) have a greater thermal stability 

up to 350 oC. In general, the ether-functionalized imidazolium-based ionic liquids have 

relatively lower thermal stabilities when compared with their alkyl-side chain derived 

ionic liquids. These high thermal stabilities and nonvolatile characteristics of ionic liquids 

are favorable for the batteries to operate under high temperatures. 
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Figure 2.13. Thermogravimetric analysis of 1-trifluoropropyl-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide (Td = 423 oC). 

 

 

Further DSC studies were done at contour energy systems by Dr. T.A. Arunkumar 

and Dr. Simon C. Jones for these ionic liquids (compound 1-6) and their corresponding 

Li salts mixtures which showed no melting/freezing behavior up to -60 oC 45. 

2.4.3. Electrochemical Studies.  Electrochemical studies, such as ionic  

conductivity, electrochemical stability, and cell discharge studies, were done in 

collaboration with Dr. T.A.Arunkumar and Dr. Simon C. Jones at Contour energy 

systems45. The ionic conductivity for these RTILs (compound 1-6) was in the range of 3-

5 mScm-1. The ionic liquids (compound 1-6) mixed with their corresponding Li-salt have 

lower ionic conductivities due to the increase in viscosity. Electrochemical stabilities of 

the neat ionic liquids (compound 1-6) were analyzed using voltammetry in collaboration 
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with Contour energy systems45. Among ionic liquids with [TFSI]- anions, the 

pyrrodinium based have most electrochemical stability windows than their imidazolium 

based analogues. Among the alkoxyalkyl group based ionic liquids, MEOMPYR-TFSI 

has the widest stability window of 6.2 V and for the fluoroalkyl-derived ionic liquid, 

MFEPYR-TFSI, has the highest electrochemical window of 5.7 V. 

 Cell performance studies were done in Li/CFx primary battery system using 2016 

coin cells in collaboration with Contour energy systems45. Most of these ionic liquids 

showed high discharge capacities (>700 mAh g-1), even at low discharge rates (~C/100) 

and were comparable to the conventional carbonate-based electrolytes45. 

 These ionic liquids (compound 1-6) were further analyzed by our group member 

Ninu Madria for their toxicity to human health and were found to be relatively non-toxic 

when compared with the corresponding lithium salt, LiTFSI 45. 

 

2.5. FLUORINATED IONIC LIQUID IN LITHIUM/OXYGEN BATTERY 

2.5.1. Introduction.  Lithium (Li) air batteries were first reported in the year 

1996 90, but due to various limitations related to lithium air batteries they were of limited 

interest. In the last decade, due to increased demand for batteries with high energy 

density for application in electric vehicles, as well as the development of new electrode 

materials and electrolytes, have intensified the research interest in this area.   

Although the term Li-air battery is commonly used, most of the laboratories use a pure 

oxygen environment since the presence of H2O and CO2 might degrade the performance 

of a battery. However, the long term goal is to develop a true Li-air battery which is only 

possible if a selective membrane is developed which only allows permeation of oxygen. 
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 In a Li-O2 battery the oxidation of lithium at a metal electrode and reduction of 

oxygen at the air electrode, generates current flow. The main advantage of the Li-O2 

battery is its high energy density when compared with currently used energy alternatives 

such as a Li-ion battery and gasoline power. This advantage in energy density (compared 

with others) is mainly due to the use of oxygen from the air, avoiding the need to store 

oxygen at the air electrode. As shown in Figure 2.14, the theoretical energy density of  

 

 

 
Figure 2.14. Gravimetric energy densities (W·h/kg) for various types of rechargeable 

batteries compared to gasoline. For Li-air, the practical value is just an estimate 91. 

 

 

gasoline is almost comparable with that of the Li-O2 battery. Although the practical 

energy densities of the Li-O2 battery and gasoline are same, the energy density of Li-O2 

battery depends on the porosity of the air electrode and the electrolytes used on the air 
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electrode side 92. The discharge reaction at the cathode leads to formation of Li2O2 or 

Li2O as depositions on the carbon surface and the pores of the electrode. Electrolyte 

formulation has a large influence on oxygen solubility, oxygen transport, and the 

deposition process of carbon electrodes and thus, in turn, affects the discharge capacity 

and mAh/mL O2 ratio. J Read and coauthors showed that increasing the oxygen 

concentration in electrolytes would mean an increase in discharge capacity and, also, 

decreasing the electrolyte viscosity would lead to an increase in discharge capacity 93. 

Perfluorochemicals are well known as oxygen carriers in the fields of medicine and 

biotechnology due to the high solubility of oxygen 94. Hence, based on the above facts, 

perfluorohexyl and perfluoroethyl groups were selected with imidazole to synthesize 

ionic liquids for their application as electrolytes for Li-O2 batteries.   

2.5.2. Materials and Methods.  1-Iodo-1H,1H,2H,2H-perfluorooctane  

(>95 %), 1,1,1,2,2-pentafluoro-4-iodobutane (>97%) and LiTFSI (>95%) were purchased 

from Oakwood products, Inc. All other reagents, 1-bromobutane (>98%), 1-

methylimidazole (>99%), magnesium sulfate (anhydrous, 99.5%), alumina (neutral, 80-

200 mesh), dichloromethane (ACS certified, >99.8%), ethyl acetate (ACS certified), 

toluene (ACS certified), and acetone-d6 were purchased from Sigma Aldrich and were 

used as received.  

1H NMR, 13C NMR, and 19F NMR spectra were recorded on a INOVA-Varian 

400 MHz spectrometer at 400 MHz, 100 MHz, and 376 MHz, respectively in acetone-d6 

solvent. The chemical shifts for 1H and 13C NMR were referenced with respect to residual 

solvent signals or internal tetramethylsilane, and the 19F spectra were referenced to 

internal trichlorofluoromethane (CFCl3 = 0). All 13C chemical shifts were assigned using 
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proton coupled 13C spectra. The ionic liquids with iodide or bromide counteranions are 

moisture sensitive and these reactions were done in an inert nitrogen atmosphere. The 

anion metathesis using LiTFSI was done in an aqueous solution, as the final products are 

insoluble in water. 

2.5.3. Synthesis of Fluorinated Ionic Liquids. 

2.5.3.1 1-Methyl-3-(3,3,4,4,5,5,6,6,7,7,8,8,8-tridecafluorooctyl)-imidazolium 

bis(trifluoromethanesulfonyl)imide (21).  1-Iodo-1H,1H,2H,2H-perfluorooctane (34.38 

g, 72.5 mmol) was dissolved in toluene (60 mL) and 1-methyl imidazole 8 (5.95 g, 72.5 

mmol) was added to the round bottom flask in an nitrogen atmosphere and stirred for 16 

h under reflux conditions (110 oC). After 16 h, the product was obtained as a yellow 

crude solid at the bottom of the flask. Upon cooling the toluene reaction mixture to 0 oC, 

the solidified product was separated from the reaction mixture by simply decanting the 

toluene. The rest of the solid product was filtered under a vacuum and washed with 

diethyl ether (150 mL) to remove any starting materials. The crude product was then 

placed under the vacuum for 2 h to obtain an off white solid 20 (yield: 75%). 

The solid crude product (29.30 g, 52 mmol) obtained was dissolved in deionized 

water at 65 oC and LiTFSI (14.92 g, 52 mmol) was then added to the solution and stirred 

at room temperature for 6 h. The ionic liquid being insoluble formed a separate layer at 

the bottom, which was extracted using ethyl acetate (150 mL). The ethyl acetate was then 

washed with deionized water (3 x 100 mL) to remove the iodide impurities. AgNO3 was 

added to the separated deionized water layer after the last wash to confirm that the iodide 

ions were completely removed during the wash. The organic ethyl acetate layer was then 

dried over MgSO4, then activated carbon was added to remove any colored impurities. 

The organic layer was then passed through the bed of alumina to remove the impurities. 
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The organic solvent was then removed using a rotary evaporator and kept under a direct 

vacuum at 65 oC for 6 h to remove trace amounts of ethyl acetate to obtain compound 21 

(Figure 2.15). 

1H NMR (400 MHz, acetone-d6):  9.19 (s, 1 H imidazole-C2H), 7.92 (bs, 1 H) 

and 7.76 (bs, 1H) Imidazole-C4,5-H, 4.84 (t, 2H, -N-CH2), 4.09 (s, 3H,-N-methyl), 3.11 

(m, 2H, -CH2-CF2); 
13C (100 MHz, acetone- d6; 

1H, 19F-coupled):   d, J = 221 Hz 

) 125.19 (dm, J = 205 Hz), 123.86 (dm, J = 203 Hz), 121.06 (qt, J = 319 Hz ), 121.39-

109.35 (multiplets), 42.91 (t, J = 146 Hz ), 36.91 (qt, J = 143 Hz ), 32.08 (tt, J = 133 Hz ). 

19F NMR (376 MHz, acetone-d6)   79 Hz (s, 3F, CF3), - 80.8 Hz (tt, 3F, CF3-CF2), -

113.42 (m, CF2-CH2-), -121.37 Hz (m, 2F, CF2), -122.40 Hz (m, 2F, CF2), -123.10 Hz 

(m, 2F, CF2), -125.80 Hz (m, -CF2-CF3). 
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Figure 2.15. Synthesis of 1-Methyl-3-(3,3,4,4,5,5,6,6,7,7,8,8,8-tridecafluorooctyl)-

imidazolium bis(trifluoromethanesulfonyl)imide. 

 

 

2.5.3.2 1-Methyl-3-(3,3,4,4,4-pentafluorobutyl)-imidazolium 

bis(trifluoromethanesulfonyl)imide (23).  To a stirred solution of 1-iodo1H,1H,2H,2H- 

perfluorobutane (19.3 g, 70.44 mmol) in 70 mL toluene at room temperature, 1-

methylimidazole 8 (5.79 g, 70.44 mmol) was added in an inert atmosphere and stirred for 

16 h at reflux temperature (110 oC). After 16 h, the crude product formed a separate layer 

at the bottom which, upon cooling to 0 oC, formed a solid layer. The remaining toluene 

was decanted and the crude solid product was washed with 150 mL diethyl ether and the 

product 22 was kept under high vacuum for 6 h to remove any remaining solvent (yield: 

86%). 

The solid crude product (21.57 g, 60.57 mmol) obtained was dissolved in 

deionized water at 65 oC and LiTFSI (17.39 g, 60.57 mmol) was added to the solution 
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and stirred at room temperature for 6 h. The ionic liquid that formed a separate layer at 

the bottom of flask, was then extracted using ethyl acetate (150 mL). The organic layer 

was washed with deionized water (4 x 150 mL). AgNO3 was added to the separated 

deionized water after the fourth wash to confirm the complete removal of iodide 

impurities. The organic layer was then dried over MgSO4 and filtered. The organic layer 

was then mixed with activated charcoal and heated slightly to remove the colored 

impurities. The organic layer was then passed through a short alumina column to remove 

any impurities. Further ethyl acetate was removed using a rotary evaporator and the ionic 

liquid 23 (Figure 2.16) was then kept under vacuum at 65 oC for 6 h to remove any 

remaining solvents. 1H NMR (400 MHz, acetone-d6):   s, 1 H imidazole-C2H), 7.89 

(bs, 1H), 7.74 (bs, 1H), imidazole-C4,5-H, 4.80 (t, 2H, N-CH2), 4.07 (s, 3H,-N-methyl), 

3.03 (m, 2H, -CH2-CF2-).   

 

 

 
Figure.2.16. Synthesis of 1-methyl-3-(3,3,4,4,4-pentafluorobutyl)-imidazolium 

bis(trifluoromethanesulfonyl)imide. 
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2.5.3.3 1-Methyl-3-butylimidazolium bis(trifluoromethanesulfonyl)imide (25) 

1-Methyl imidazole 8 (7.4 g, 90 mmol) was added to 100 mL of toluene and mixed with a 

slight excess of 1-bromobutane (14.8 g, 108 mmol) in an inert atmosphere and kept at 

reflux condition (110 oC) for 24 h. After 24 h, the reaction mixture was kept at   -20 oC 

for 3 h. The top toluene layer was decanted and the remaining viscous semi-solids were 

washed with hot ethyl acetate several times. The liquid obtained was then placed under 

vacuum for 6 h at 80 oC to remove the starting materials and ethyl acetate (Yield: 81 %). 

The above prepared 1-methyl-3-butylimidazolium bromide 24 (18 g, 82 mmol) 

was then dissolved in deionized water (100 mL) at 65 oC and then mixed with LiTFSI 

(22.50 g, 82 mmol) and stirred at 65 oC for 24 h. After 24 h, the liquid suspension formed 

at the bottom was extracted using dichloromethane and the organic layer was washed 

with the deionized water (3 x 100 mL). The final separated deionized water layer was 

tested to confirm the removal of all bromide impurities by adding AgNO3. The organic 

layer was then dried over MgSO4 and mixed with activated charcoal and stirred overnight 

to remove colored impurities. The organic layer was then passed through a plug of 

alumina to remove any remaining impurities. Further the organic layer was concentrated 

using a rotary evaporator and ionic liquid 25 (Figure 2.17) was kept under high vacuum 

at 65 oC for 6 h to remove any remaining solvents. 

1H-NMR (400 MHz, acetone-d6): δ 9.05 (s, 1H imidazole-C2H), 7.83 (bs, 1H) and 

7.77 (bs, 1H) imidazole-C4,5-H, 4.45 (t, 2H, N-CH2-), 4.15(s, 3H,-N-methyl), 1.50 (m, 

4H, -CH2-CH2-), 1.07 (t, 3H, -CH3); 
13C (100 MHz, acetone- d6; 

1H, 19F-coupled)  137.3 

(d, J = 220 Hz, imidazole-C2), 124.8 (dm, J =  200 Hz, 4 Hz) and 123.4 (dm, J = 200 Hz, 

4 Hz), 124.1 (q, JCF = 319 Hz ), 50.30 (t, J = 143 Hz ), 36.6 (q, J = 143 Hz ), 32.72 (tm, J 
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= 128 Hz, 5 Hz ), 19.9 (tm, J = 126 Hz, 4 Hz), 13.6 (qm, J = 124 Hz, 4 Hz). 19F NMR 

(376 MHz, acetone-d6)   

 

 

 
Figure 2.17. Synthesis of 1-methyl-3-butylimidazolium 

bis(trifluoromethanesulfonyl)imide. 

 

 

2.5.4. Preliminary Results.  As seen from Table 2.1, the diffusion coefficient of  

O2 for fluorinated ionic liquids is very low due to their high viscosity when compared 

with ethyl methylimidazolium bis(trifluoromethanesulfonyl)imide and butyl  

methylpyrrolidinium bis(trifluoromethanesulfonyl)imide. The solubility of O2 (as 

expected), in fluorinated ionic liquids is very high when compared with other ionic 

liquids. The problem with viscosity of fluorinated ionic liquid can be solved by mixing 

the ionic liquid with other solvents; this is currently being tested. 
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Table 2.1. Diffusion coefficient and solubility of O2 in selected room temperature ionic 

liquids. 

Ionic Liquid Diffusion coefficient 

106 x Do2( cm2s-1) 

Solubility of O2 

mmol dm-3 

Polyfluorinated EMIM-

TFSI (21) 
0.61 15.4 

EMIM-TFSI  9.7 1.38 

N-methyl-N-butyl-

PyrrolidiniumTFSI (25) 
8.77 1.09 

 

 

2.6. BORON BASED ANION RECEPTORS 

2.6.1. Introduction.  Anion receptors that selectively bind to specific anions  

have already been applied to various biological 95 and environmental applications 96. An 

anion receptor can bind with various anions through hydrogen bonding 97, covalent 

bonding 98 or Lewis acid-base interactions 99. The boron based anion receptors bind 

through Lewis acid-based interactions. Binding ability of these anion receptors is applied 

towards the bio- and chemosensors due to the change in color or fluorescence properties. 

The boron atom present in the trisubstituted compounds such as BX3 (where X is 

halogen) has a sp3 trigonal symmetry with an empty p-orbital, which has the ability to 

accept lone pair of electrons from nucleophiles. The boron atom acts as an anion receptor 

due to its weak Lewis acidity. 

Most of the research related to anion receptors is focused towards bio- and 

chemosensors 100, although recently some are being applied towards development of 

novel anion receptors which help in dissolving lithium salts such as LiO2 and Li2O2. 

During the discharge process the oxidation reaction at the anode leads to formation of Li+ 
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ions. These Li+ ions then undergo reduction reaction with oxygen to form Li2O2 and LiO2 

salts. These lithium salts precipitate during the operation of the Li-air batteries and in turn 

block the pores present at the surface of the anode. These lithium salts, however, are 

insoluble and seals the pores of the anode, eventually making the anode surface 

inaccessible for the O2 reduction reaction 91. Anion receptors also help in the dissociation 

of lithium salts such as LiF, which increases the lithium and fluoride ion transference 

numbers and ionic conductivity 101.  

Recently Kyu Tae Lee and coworkers synthesized tris(pentafluorophenyl) borane 

26 (TPFPB, Figure 2.18). TPFPB forms a thermodynamically stable species by binding 

as an anion receptor with peroxide. TPFPB could be electrochemically oxidized with 

improved kinetics than the oxidation of solid Li2O2 on carbon powder microelectrode. 

The superoxide radical binds with TPFPB to form TPFPB-peroxide anion complex 

through disproportionation mechanism. The first discharge capacities for Li2O2/super 

P/PVDF electrodes are substantially increased in the presence of the TPFPB  (814 mAh 

g-1) when compared to one without the anion receptor additive (277 mAh g-1) 102. 
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Figure 2.18. Structure of tris(pentafluorophenyl)borane (TPFPB) 102. 

 

 

Michel Armand and coworkers103 synthesized novel borate based anion receptors 

(Figure 2.19) whose binding ability can be tuned. These borate esters were found to bind 

reversibly and form multiple complexes with anions. Further these anion receptors can be 

modified by substituting with electron withdrawing or releasing groups to get expected 

binding conditions. These triol borate esters were also stable for wide voltage window of 

1-5 V vs Li/Li+. Even though these borate esters have wide electrochemical stability, due 

to the presence of high ring strain, they undergo ring opening as seen during NMR 

studies 103.  
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Figure 2.19. Structure of borate ester based anion receptors 103. 

 

 

Although the TPFPB acts as an appropriate boron-based anion receptor, its 

binding ability cannot be modified. An appropriate anion receptor should have 

moderately strong binding affinity. Hence a series of boron-based anion receptors 30 

(Figure 2.20) were synthesized with phenyl moiety in collaboration with our research 

group member Jatin Mehta. 

 

 

 
Figure 2.20. Structure of boron based anion receptor. 

 

 

2.6.2. Materials and Methods.  All the reagents were obtained from commercial 

sources and used as received unless otherwise noted. 1H NMR and 13C NMR spectra 

were recorded on a INOVA-Varian 400 MHz spectrometer at 400 MHz and 100 MHz 
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respectively in acetone-d6 solvent. The chemical shifts for 1H and 13C NMR were 

referenced with respect to residual solvent signals. All the 13C chemical shifts were 

assigned using proton coupled 13C spectra. 

2.6.3. Synthesis of Boron Based Anion Receptors. 

2.6.3.1 3,9-diphenyl-2,4,8,10-tetraoxa-3,9-diboraspiro[5.5]undecane (33).  

Phenylboronic acid 31 (4.92 g, 40.5 mmol) and pentaerythritol 32 (2.2 g, 16.2 mmol) 

were added to 50 mL of acetone in a round bottom flask at room temperature. To this 

mixture, finely powdered molecular sieves (size 4 Å) and 1 mL of conc. H2SO4 were 

added and refluxed for 4 h. After 4 h, the mixture was cooled to room temperature and 

filtered through silica to remove the molecular sieves and inorganic impurities. The 

resulting organic layer was evaporated under vacuum to obtain yellowish solid crude 

product which was then washed with absolute ethanol to remove any unreacted 

phenylboronic acid. The product 33 (Figure 2.21) was obtained as an off white colored 

solid. (2.0 g, 40.8%). 1H NMR (400 MHz, acetone-d6):  4.15 (s, -CH2-O-B),  7.32-7.73 

(m, aromatic protons); 13C-NMR (100 MHz, acetone- d6; 
1H-coupled)  65.44 (tm, JCH = 

150 Hz),  128.46 (dd, JCH = 166 Hz),  131.81 (dm, JCH = 150 Hz),  134.82 (dm, JCH = 

157 Hz). 

 

 

 
Figure 2.21. Synthesis of 3,9-diphenyl-2,4,8,10-tetraoxa-3,9-diboraspiro[5.5]undecane. 
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2.6.3.2 3,9-bis(3-nitrophenyl)-2,4,8,10-tetraoxa-3,9-diboraspiro[5.5]undecane 

(35). 3-Nitrophenylboronic acid 34 (5.0 g, 30 mmol) and pentaerythritol 32 (1.6 g, 12  

mmol) were added to 50 mL of acetone in a round bottom flask at room temperature. To 

this mixture, finely powdered molecular sieves (size 4 Å) and 1 mL of conc. H2SO4 were 

added and refluxed for 4 h. After 4 h, the mixture was cooled to room temperature and 

filtered through silica to remove the molecular sieves and inorganic impurities. The 

resulting organic layer was evaporated under vacuum to obtain yellowish solid crude 

product which was then washed with absolute ethanol to remove any unreacted 

phenylboronic acid. The product 35 (Figure 2.22) was obtained as an off white colored 

solid. (2.2 g, 46.8%). 1H NMR (400 MHz, acetone-d6):  4.26 (s, -CH2-O-B),  7.68-8.53 

(aromatic protons); 13C-NMR (100 MHz, acetone- d6; 
1H-coupled)  65.61 (tm, JCH = 148 

Hz),  126.42 (dd, JCH = 159 Hz),  128.91 (dm, JCH = 168 Hz),  130.10 (dm, JCH = 164 

Hz),  140.80 (dm, JCH = 160 Hz). 

 

 

 
Figure 2.22. Synthesis of 3,9-bis(3-nitrophenyl)-2,4,8,10-tetraoxa-3,9-

diboraspiro[5.5]undecane. 

 

 

2.7. CONCLUSION 

In summary, a series of ionic liquids with imidazole and pyrrolidine as backbone, 

and bis(trifluoromethanesulfonyl)imide [TFSI]- and tetrafluoroborate [BF4]
- anions were 
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synthesized and evaluated for their potential as electrolytes using 2016 coin cells for 

primary Li/CFx batteries. Most of the ionic liquid and their Li-salt mixtures showed no 

freezing/melting behavior up to -60 oC and are thermally stable up to at least 200 oC, as 

seen by TGA analysis. In general, the fluoroalkyl-derived ionic liquids have superior 

thermal stability (Td >350 oC) than their alkoxyalkyl-derived analogues, the [TFSI]- 

anion-based ionic liquids are thermally and electrochemically more stable than the [BF
-

4
 ] 

anion-based electrolytes. Some of these ionic liquid electrolytes exhibit high discharge 

capacities (>700 mAh g-1) at low rates of discharge (C/100), comparable to those of the 

state of the art carbonate-based electrolytes 71. However, at higher current rates and for 

fluoroalkyl-derived ionic liquids, the discharge capacity is limited. 
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3. CHEMICAL DELITHIATION OF LiFePO4; EFFECT ON THE SOLID 

ELECTROLYTE INTERFACE 

3.1. INTRODUCTION 

 In recent years, lithium-ion batteries have been widely used for energy storage 

due to their high power, environmental friendliness, and a long life cycle 104-106. After the 

commercialization of lithium-ion batteries most of the focus has been on developing 

cathode materials 107-109 since they determine the energy density, rate capability, and the 

cost of lithium-ion batteries. The current research on the lithium-ion battery is focused on 

the high voltage cathode materials that are mainly focused on layered transition metal 

oxides LiMO2 (M = Ni, Mn, Co) and spinel structures LiM2O4 (M=Mn, Ni)110-113. Among 

the above mentioned cathode materials, LiCoO2 (LCO) is very toxic114 and very 

expensive; LiNiO2, even though is isostructural with LiCoO2, cannot be commercialized 

due to its tendency to block Li diffusion pathways115. They are also thermally unstable 

since Ni3+ can be easily reduced when compared with Co3+ 116. Since Goodenough’s 

group in 1997 first reported that lithium iron phosphate (LiFePO4) can display the 

intercalation/de-intercalation of lithium ions reversibly, it has been used as cathode 

material for powering electric vehicles (EVs) and hybrid electric vehicles (HEVs). 

LiFePO4 has also been considered as a favorable candidate for cathode material in the 

lithium-ion battery due to its nontoxicity, low cost, and high thermal stability 

characteristics,117-124 and a theoretical capacity of 170 mAh g-1(Figure 3.1)111. However, 

due to poor electrical and ionic conductivity of LiFePO4 results to lower rate capacity, 

and low utilization to overcome this drawback, continuous research efforts have resulted  
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Figure 3.1. A range of lithium-ion battery electrodes either currently available or under 

development and comparison of their theoretical and practical capacity (NCA: 

LiNi0.8Co0.15Al0.05O2, NCM: LiNi1/3Mn1/3Co1/3O2)
125. 

 

 

in the development of new cathode materials such as LiNi0.8Co0.15Al0.05O2, and 

LiNi1/3Mn1/3Co1/3O2. LiNixCoyMnzO2 (NMC) has higher specific capacity when 

compared with both LCO and LiFePO4, but almost similar operating voltage.  

LiNi1/3Mn1/3Co1/3O2 is the most common form of NMC that is used in the 

commercial battery market. NMCs are considered as perfect candidates for cathode 

materials in lithium-ion batteries due to their high capacity, better capacity retention, and 

excellent high temperature stability in the presence of electrolyte 126-128. In addition to the 

above property of high specific capacity, NMCs also have fast lithiation/delithiation 

kinetics due to their layered structure129. In addition to the development of new cathode 

materials, the last decade has also seen development of new formulations of electrolytes 
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which also include the designing and understanding of the formation of a solid electrolyte 

interphase (SEI)130-132. 

 SEI is formed when the electrolyte undergoes decomposition at the electrode and 

mostly consists of organic and inorganic electrolyte decomposition products. This layer, 

under ideal conditions, prevents further decomposition of electrolyte at the electrode 

surface by blocking electron transport while simultaneously allowing the Li ions to pass 

through during the cycling process. Although, when the development of a solid 

electrolyte interphase (SEI) is non-uniform on the surface of Li metal, it results in poor 

cycle retention capability and even, in the worst case, a short circuit between two 

electrodes133-135. In recent years, many attempts have been made to overcome these 

serious problems, such as modification of Li metal anodes 133,136,137, introduction of 

modified separators 138, structural modification of Li metal anodes, 133,139,140 and use of 

functionalized electrolyte additives 141-143. The use of electrolytes as additives seems to be 

the most cost effective and easier method for stabilizing the Li metal anodes to obtain the 

desired enhanced cycle performance, as well as being safe for commercialization and use 

in the Li-ion battery. 

  

3.2. EXPERIMENTAL 

3.2.1. Material and Methods.  LiNi1/3Mn1/3Co1/3O2, nitronium 

.tetrafluoroborate (NO2BF4), disodium peroxydisulfate (Na2S2O8) and lithium iron 

phosphate (LiFePO4) were purchased from Sigma Aldrich and used as received. 

Acetonitrile (>99% ACS Certified) was purchased from Fisher Scientific. Fluoroethylene 

carbonate (FEC) and trifluorotoluene (PhCF3) were purchased from TCI America.  
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19F NMR spectra were recorded on an INOVA-Varian 400 MHz spectrometer at 

376 MHz, in acetone-d6 solvent. The 19F NMR spectra were referenced to the internal 

standard trichlorofluoromethane (CFCl3 = 0).  

X-ray photoelectron Spectrometer (XPS) studies were done using KRATOS 

AXIS 165 X-ray Photoelectron Spectrometer at Material Research Centre, Missouri 

University of Science and Technology, using monochromated Aluminium X-ray source.  

3.2.2. Chemical Delithiation of Cathode Materials. 

3.2.2.1 Delithiation using Na2S2O8.  LiFePO4 was mixed with Na2S2O8 in 

 10 mL of deionized water and stirred using a magnetic stirrer under nitrogen atmosphere 

for 48 h. The delithiated LiFePO4 being insoluble in water was filtered whereas as the 

rest of the products such as Na2SO4 and Li2SO4 are soluble in water. The delithiated 

LiFePO4 was then washed several time with distilled water to remove the impurities and 

dried in an oven at 110 oC. Similar procedure was used for the delithiation of 

LiNi1/3Mn1/3Co1/3O2. 

3.2.2.2 Delithiation using NO2BF4.  LiNi1/3Mn1/3Co1/3O2 was mixed with  

NO2BF4 in 10 mL acetonitrile and stirred using a magnetic stirrer under inert atmosphere 

for 48 h. The extent of delithiation in Li1-xNi1/3Mn1/3Co1/3O2 could be controlled by 

changing the ratio of the LiNi1/3Mn1/3Co1/3O2 and NO2BF4. These experiments required a 

slight excess of NO2BF4, due to the high reactivity of NO2BF4 and also the formation of 

side products, and it decomposition even before the reaction started. The delithiated 

LiNi1/3Mn1/3Co1/3O2 was then washed three times with acetonitrile to remove the soluble 

impurities under nitrogen atmosphere and dried at room temperature under vacuum.  
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 These delithiated materials were reacted with fluoroethylene carbonate (FEC) at 

room temperature for 30 min, in acetonitrile as solvent, and trifluorotoluene (PhCF3) as 

an internal standard. 

 

3.3. RESULTS AND DISCUSSION 

3.3.1. 19F NMR Studies. To investigate the formation of a solid electrolyte 

interface (SEI) on the surfaces of delithiated materials that were reacted with FEC, NMR 

experiments were performed. Figure 3.2 displays the reaction mixture of fluoroethylene 

carbonate (FEC) and delithiated LiFePO4 at various time intervals, with trifluorotoluene 

as an internal standard. The NMR spectrum showed that around 5% of the FEC 

disappeared to form the SEI during the first 15 min, and remained constant over time. 

The other delithiated cathode material, LiNi1/3Mn1/3Co1/3O2, when treated with FEC also 

showed no soluble degradation of products and the disappearance of FEC to form the 

SEI. Formation of SEI on these delithiated cathode materials was mostly due to Lewis 

acid catalyzed ring-opening polymerization, and not through oxidative mechanism since 

the oxidation potential of FEC is > 4.5 V vs Li/Li+, whereas the maximum Eox of the 

delithiated LiFePO4 is ~ 3.55 V vs Li/Li+.  
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Figure 3.2. The reaction mixture of fluoroethylene carbonate (FEC) and delithiated 

LiFePO4 at various time intervals with trifluorotoluene as an internal standard. 

 

 

3.3.2. X-ray Photoelectron Spectrometry Studies (XPS).  To determine the  

formation of SEI on the surface of delithiated cathode materials, XPS measurements were 

made. The XPS was performed and the analysis of C 1s, O 1s, Li 1s and F 1s (Figure 3.3) 

were done since the composition of SEI was mostly carbonate based polymers.  
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Figure 3.3. C 1s, O 1s, Li 1s and F 1s XPS spectra of the pristine and delithiated 

LiNi1/3Mn1/3Co1/3O2 after reacting with FEC. 

 

 

F 1s spectrum was also recorded due to the presence of fluoroethylene carbonate. 

The formation of SEI was apparent from the XPS Spectra (Figure 3.3) of the FEC treated 

cathode materials; C 1s spectra shows an extra peak corresponding to the presence of -

COOR group and this is further confirmed by the presence of the C=O peak seen in the O 

1s spectra. F 1s spectra also shows a peak for the fluorine, indicating the formation of a 

SEI layer consisting of poly(fluoroethylene carbonate). 
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3.3.3. Scanning Electron Microscopy Studies (SEM).  Figure 3.4. shows the  

different surface morphologies of LiFePO4 and delithiated LiFePO4 after reaction with 

FEC at room temperature for 30 min.  

 

 

 
Figure 3.4. SEM Images of a) pristine LiFePO4 after reaction with FEC at room 

temperature for 30 min and b) delithiated LiFePO4 after reaction with FEC at room 

temperature for 30 min. 

 

 

The surface of the pristine LiFePO4 after the reaction with FEC was smoother and 

smaller, whereas the surface of the delithiated LiFePO4, after reaction with FEC at room 

temperature for 30 min had a compact layer with lots of white particles that were attached 

or dispersed on the surface. 

 

3.4. PROBABLE SEI FORMATION MECHANISM. 

The metal acted as a lewis acid and was reduced (as shown in Figure 3.5) which led 

to the ring opening of fluoroethylene carbonate. This process was then continued when 
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another molecule of fluoroethylene carbonate underwent the same reduction process, and 

this finally led to the polymerization of fluoroethylene carbonate, leading to the 

formation of a Solid Electrolyte Interface. 

 

 

 
Figure 3.5. Metal ion based Lewis acid catalyzed polymerization of FEC leading to the 

SEI. 

 

 

3.5. CONCLUSION 

 In summary, cathode materials LiFePO4 and LiNi1/3Mn1/3Co1/3O2) were 

delithiated using NO2BF4 and Na2S2O8 as oxidizers. The formation of SEI on the cathode 

surface was monitored using fluoroethylene carbonate as an electrolyte additive and 

monitored by 19F NMR, XPS and SEM. 19F NMR clearly showed a decrease in the peak 

corresponding to FEC when compared with the internal standard trifluorotoluene. XPS 

spectra of F 1s showed new peaks when compared with the pristine LiFePO4, indicating 

the formation of SEI. Lastly, SEM images of the pristine and delithiated samples, after 
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reaction with FEC, showed obvious changes in the morphology, confirming the 

formation of SEI.  
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APPENDIX 

 
Figure A.1. 13C NMR (A, proton decoupled; B, proton coupled) spectra of 1-

ethoxymethyl-3-methylimidazolium bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.2. 13C NMR (A, proton decoupled; B, proton coupled) spectra of 1-

ethoxymethyl-1-methyl-pyrrolidinium bis(trifluoromethanesulfonyl)imide (4) 45. 
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Figure A.3. 13C NMR (100 MHz, A, proton decoupled; B, proton coupled) spectra of 1-

cyanopropyl-3-methylimidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.4. 13C NMR spectrum (100 MHz) of 1-(3,3,3-trifluoropropyl)-3-

methylimidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.5. 13C NMR decoupled (100 MHz, acetone-d6) spectrum of (2-fluoroethyl)-1-

methylpyrrolidinium bis(trifluoromethanesulfonyl)imide. 
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Figure A.6. 13C NMR decoupled (100 MHz, acetone-d6) spectrum of 1-(2-fluoroethyl)-3-

methylimidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.7. 13C NMR decoupled (100 MHz, acetone-d6) spectrum of 1-methyl-3-

ethoxymethylimidazolium tetrafluoroborate 45. 
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Figure A.8. 13C NMR decoupled (100 MHz, acetone-d6) spectra of 1-ethoxymethyl-1-

methyl-pyrrolidinium tetrafluoroborate 45. 
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Figure A.9. 1H NMR spectrum (400 MHz) of 1-ethoxymethyl-3-methylimidazolium -

bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.10. 19F NMR spectrum (376 MHz) of 1-ethoxymethyl-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.11. 1H NMR spectrum (400 MHz) of 1-ethoxymethyl-1-methylpyrrolidinium 

bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.12. 19F NMR (376 MHz) spectrum of 1-ethoxymethyl-1-methylpyrrolidinium 

bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.13. 1H NMR spectrum (400 MHz) of 1-cyanopropyl-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure A.14. 19F NMR (376 MHz) spectrum of 1-cyanopropyl-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure A.15.  1H NMR spectrum of 1-trifluoropropyl-3-methyl-imidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure A.16. 19F NMR (376 MHz) spectrum of 1-trifluoropropyl-3-methylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure A.17. 1H NMR (400 MHz, acetone-d6) spectrum of (2-fluoroethyl)-1-

methylpyrrolidinium bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.18. 13C NMR (1H coupled) (100 MHz, acetone-d6) spectrum of 2-(fluoroethyl)-

1-methylpyrrolidinium bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.19. 19F NMR (376 MHz, acetone-d6) spectrum of 2-fluoroethyl)-1-

methylpyrrolidinium bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.20. 1H NMR (400 MHz, acetone-d6) spectrum of 1-(2-fluoroethyl)-3-

methylimidazolium bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.21. 13C NMR (1H coupled) (100 MHz, acetone-d6) spectrum of 1-(2-

fluoroethyl)-3-methylimidazolium bis(trifluoromethanesulfonyl)imide 45. 
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Figure A.22. 19F NMR (376 MHz, acetone-d6) spectrum of 1-(2-fluoroethyl)-1-

methylimidazolium bis(trifluoromethanesulfonyl)imide 45. 
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Figure. A.23. 1H NMR (400 MHz, acetone-d6) Spectrum of 1-methyl-3-

ethoxymethylimidazolium tetrafluoroborate 45. 
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Figure A.24. 13C (1H coupled) (100 MHz, acetone-d6) spectra of 1-methyl-3-

ethoxymethylimidazolium tetrafluoroborate 45. 
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Figure.A.25. 19F NMR (376 MHz, acetone-d6) spectra of 1-methyl-3-

ethoxymethylimidazolium tetrafluoroborate 45. 
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Figure A.26. 1H NMR (400 MHz, acetone-d6) spectra of 1-ethoxymethyl-1-methyl-

pyrrolidinium tetrafluoroborate 45. 
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Figure A.27. 13C NMR (1H coupled) (100 MHz, acetone-d6) spectra of 1-ethoxymethyl-1-

methyl-pyrrolidinium tetrafluoroborate 45. 
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Figure A.28. 19F NMR (376 MHz, acetone-d6) spectra of 1-ethoxymethyl-1-methyl-

pyrrolidinium tetrafluoroborate 45. 
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Figure.A.29. 13C NMR (100 MHz, A, proton decoupled, B, proton coupled) spectra of 1-

Methyl-3-(3,3,4,4,5,5,6,6,7,7,8,8,8-tridecafluorooctyl)-imidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure.A.30. 13C NMR (100 MHz, proton decoupled) spectra of 1-methyl-3-(3,3,4,4,4-

pentafluorobutyl)-imidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure.A.31. 13C NMR (100 MHz, proton decoupled) spectra of 1-methyl-3-

butylimidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure.A.32. 13C NMR (100 MHz, proton coupled) spectra of 1-methyl-3-

butylimidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.33. 1H NMR spectrum (400 MHz) of 1-Methyl-3-(3,3,4,4,5,5,7,7,8,8,8-

tridecafluorohexyl)-imidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.34. 19F NMR (376 MHz) spectrum of 1-Methyl-3-(3,3,4,4,5,5,7,7,8,8,8-

tridecafluorohexyl)-imidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.35. 1H NMR spectrum (400 MHz) of 1-methyl-3-(3,3,4,4,4-pentafluorohexyl)-

imidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.36. 19F NMR (376 MHz) spectrum of 1-methyl-3-(3,3,4,4,4-pentafluorohexyl)-

imidazolium bis(trifluoromethanesulfonyl)imide. 
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Figure A.37. 1H NMR spectrum (400 MHz) of 1-methyl-3-butylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure A.38. 19F NMR (376 MHz) spectrum of 1-methyl-3-butylimidazolium 

bis(trifluoromethanesulfonyl)imide. 
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Figure A.39. 1H NMR spectrum (400 MHz) of 3,9-diphenyl-2,4,8,10-tetraoxa-3,9-

diboraspiro[5.5]undecane. 
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Figure A.40. 13C NMR spectrum (100 MHz) of 3,9-diphenyl-2,4,8,10-tetraoxa-3,9-

diboraspiro[5.5]undecane. 
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Figure A.41. 1H NMR spectrum (400 MHz) of 3,9-bis(3-nitrophenyl)-2,4,8,10-tetraoxa-

3,9-diboraspiro[5.5]undecane. 
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Figure A.42. 13C NMR spectrum (100 MHz) of 3,9-bis(3-nitrophenyl)-2,4,8,10-tetraoxa-

3,9-diboraspiro[5.5]undecane. 
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